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ITD SPEC. 
REF. TEST METHOD 

BID ITEM/ 
MATERIAL 

PURPOSE OF 
TESTING SAMPLED 

BY TESTED BY 

REQUIRED 
REPORT 

FORM NO. 

MINIMUM 
REQUIRED 

FREQUENCY 

REMARKS, 
NOTES OR 

ADDITIONAL 
DIRECTIONS 

STANDARD SPECIFICATION SECTION: 620 PLANTING 

Plants, 
Commercial 

Fertilizer, Soil 
Conditioner, 

Topsoil, Mulch 

ACCEPTANCE 
Inspection 

711.06 
711.07 
711.08 
711.09 
711.10 
711.12 

No Testing 
Required ITD-854 Total Quantity 

Paid 

RE Letter-See  
QA Manual 

Section 250.00 

STANDARD SPECIFICATION SECTION: 621 SEEDING 

Seed, Mulch, 
Commercial 

Fertilizer, Erosion 
Blanket 

ACCEPTANCE 
Inspection 

711.05 
711.07 
711.10 
711.11 
711.12 
711.16 

No Testing 
Required ITD-854 Total Quantity 

Paid 

RE Letter-See   
QA Manual 

Section 250.00 

STANDARD SPECIFICATION SECTION: 622 PRE-CAST CONCRETE IN HEADGATES 

Pre-Cast 
Concrete 

Headgates 

ACCEPTANCE 
Inspection 622 No Testing 

Required ITD-854 Total Quantity 
Paid 

 RE Letter-See   
QA Manual 

Section 250.00 

STANDARD SPECIFICATION SECTION: 623 CONCRETE SLOPE PAVING 

502.01(B)  

Concrete ACCEPTANCE 
Certification Concrete 

Supplier 
Concrete 
Supplier 

ITD-875 
with QC 

test 
results 

attached  

Total Quantity 
Paid 

See QA Manual 
Section 230.06 

Concrete 
Supplier's 

certification 
Note locations 

on ITD-875 

623.02 AASHTO M213 Pre-formed-
expansion Joint 

Fillers 

ACCEPTANCE 
Certification Manufacturer Manufacturer 

ITD-851 Total Quantity 
Paid 

See QA Manual 
Section 230.01 

Compaction FOLLOW STANDARD SPECIFICATION SECTION 205 OR 303  
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ITD SPEC. 
REF. TEST METHOD 

BID ITEM/ 
MATERIAL 

PURPOSE OF 
TESTING SAMPLED 

BY TESTED BY 

REQUIRED 
REPORT 

FORM NO. 

MINIMUM 
REQUIRED 

FREQUENCY 

REMARKS, 
NOTES OR 

ADDITIONAL 
DIRECTIONS 

STANDARD SPECIFICATION SECTION: 624 RIPRAP 

Loose and Hand 
Placed 

ACCEPTANCE 
Inspection 711.04 No Testing 

Required ITD-854 Total Quantity 
Paid 

RE Letter-See  
QA Manual 

Section 250.00 

Sack and 
Concrete 
Stabilized 

ACCEPTANCE 
Inspection 711.04 No Testing 

Required ITD-854 Total Quantity 
Paid 

RE Letter-See   
QA Manual 

Section 250.00 

STANDARD SPECIFICATION SECTION: 625 JOINTS 

704.01  Pre-Formed 
Expansion Joint 

Filler 

ACCEPTANCE 
Certification Manufacturer Manufacturer 

ITD-851 Total Quantity 
Paid 

See QA Manual 
Section 230.01 

704.02  Hot Poured 
Elastic Type 

Concrete Joint 
Sealer 

ACCEPTANCE 
Certification Manufacturer Manufacturer 

ITD-851 Total Quantity 
Paid 

See QA Manual 
Section 230.01 

704.03  Hot Poured 
Elastomeric Type 

Concrete Joint 
Sealer 

ACCEPTANCE 
Certification 

Manufacturer Manufacturer 
ITD-851 Total Quantity 

Paid 
See QA Manual 
Section 230.01 

704.04  Neoprene 
Compression 

Seal 

ACCEPTANCE 
Certification Manufacturer  Manufacturer 

ITD-851 Total Quantity 
Paid 

See QA Manual 
Section 230.01 
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ITD SPEC. 
REF. TEST METHOD 

BID ITEM/ 
MATERIAL 

PURPOSE OF 
TESTING SAMPLED 

BY TESTED BY 

REQUIRED 
REPORT 

FORM NO. 

MINIMUM 
REQUIRED 

FREQUENCY 

REMARKS, 
NOTES OR 

ADDITIONAL 
DIRECTIONS 

STANDARD SPECIFICATION SECTION: 626 CONSTRUCTION TRAFFIC CONTROL DEVICES 

Rent Construction 
Signs, 

Barricades, 
Drums, Portable 
Tubular Markers, 
Incidental Traffic 

Control Items 

ACCEPTANCE 
Inspection 

Reflectivity 
712.02 

No Testing 
Required ITD-854 Total Quantity 

Paid 

RE Letter-See  
QA Manual 

Section 250.00 

Rent Vertical 
Panels, Advance 
Warning Arrow 
Panel, Traffic 

Control Signal, 
Hazard Identifi-
cation Beacon 

ACCEPTANCE 
Inspection 

Reflectivity 
712.02 

No Testing 
Required ITD-854 Total Quantity 

Paid 

 RE Letter-See   
QA Manual 

Section 250.00 

Temporary 
Pavement 

Striping Tape 

ACCEPTANCE 
Inspection 

Reflectivity 
712.02 No Testing 

Required ITD-854 Total Quantity 
Paid 

RE Letter-See   
QA Manual 

Section 250.00 

Temporary 
Flexible Raised 

Pavement Marker 

ACCEPTANCE 
Inspection 

Reflectivity 
712.02 No Testing 

Required ITD-854 Total Quantity 
Paid 

RE Letter-See   
QA Manual 

Section 250.00 
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ITD SPEC. 
REF. TEST METHOD 

BID ITEM/ 
MATERIAL 

PURPOSE OF 
TESTING SAMPLED 

BY TESTED BY 

REQUIRED 
REPORT 

FORM NO. 

MINIMUM 
REQUIRED 

FREQUENCY 

REMARKS, 
NOTES OR 

ADDITIONAL 
DIRECTIONS 

STANDARD SPECIFICATION SECTION: 627 PAINTING 

707.02  

ACCEPTANCE 
Pre-Tests(4) Coordinate 

with ITD 
Central Lab 

ITD Central 
Lab 

ITD-841 
All lots 

(1-quart can 
sample size) 

Record lot 
numbers and lab 

numbers of 
approved pre-

tested paint from 
ITD Central Lab 

letter and/ or 
ITD-841. 

707.03  

Painting Steel(4) 

ACCEPTANCE 
Certification Manufacturer Manufacturer 

ITD-851 Total Quantity 
Paid 

See QA Manual 
Section 230.01 

707.02  

ACCEPTANCE 
Pre-Tests(4) Coordinate 

with ITD 
Central Lab 

ITD Central 
Lab 

ITD-841 
All lots 

(1-quart can 
sample size) 

Record lot 
numbers and lab 

numbers of 
approved pre-

tested paint from 
ITD Central Lab 

letter and/ or 
ITD-841. 

707.03  

Painting Wood(4) 

ACCEPTANCE 
Certification Manufacturer Manufacturer 

ITD-851 Total Quantity 
Paid 

See QA Manual 
Section 230.01 

707.02  

ACCEPTANCE 
Pre-Tests(4) Coordinate 

with ITD 
Central Lab 

ITD Central 
Lab 

ITD-841 
All lots 

(1-quart can 
sample size) 

Record lot 
numbers and lab 

numbers of 
approved pre-

tested paint from 
ITD Central Lab 

letter and/ or 
ITD-841. 

707.03  

Painting 
Concrete(4) 

ACCEPTANCE 
Certification Manufacturer Manufacturer 

ITD-851 Total Quantity 
Paid 

See QA Manual 
Section 230.01 

(4)Acceptance by manufacturer’s certification when total project quantity is less than 25 gallons. 
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